Introduction
Vascularization of large-scale artifi cial bone tissue grafts is the most critical challenge for various large bone defect reconstruction. Traditional tissue engineering has been focusing on combining osteoconductive scaffolds, osteoinductive growth factors, fabrication and customized clinical application. [ 7, 8 ] 3D bioprinting with fused deposition modeling (FDM) has been one of most effective way to make macro-scale bone implants with high mechanical strength which also contain microstructures with controllable features. However, the potentially high temperature used to process most common materials for this technique makes it diffi cult to incorporate bioactive components into scaffolds or include bioactive growth factors delivery. [ 6 ] In addition, current 3D bioprinting techniques (including FDM) exhibit diffi culty in achieving biomimetic nano resolution for regulating cellular events. [ 8, 9 ] Therefore, the surface modifi cation or other post fabrication technologies are no doubt promising choices to improve biocompatibility and functionality of 3D bioprinted scaffolds.
Within the complex cascade of biological events, growth factors are well known to play a crucial role in regulating cellular behaviors and transferring signals between cells and their extracellular matrix (ECM) to stimulate endogenous repair and regeneration mechanisms, thereby leading to an accelerated functional restoration of damaged or defective tissues. The growth factors that are administered in their native form and without any protection are susceptible to biodegradation and can be rapidly eliminated from the blood circulation, resulting in insuffi cient amounts at targeted site for a worse therapeutic effect. Although direct adsorption, layer-by-layer (LbL) technology, multiphase loading, particulate-based delivery, hydrogel-based delivery, and their combination application as well as some intelligent delivery systems have been developed over the past decade, targeted transport and sustained release of growth factors with time-and dose-dependent profi les still have little achievement. [ 3, [10] [11] [12] Incorporating smart stimuliresponsive elements into growth factor delivery system is one highly innovative strategy to obtain specifi c release triggered by external stimuli. Drug or gene delivery in response to pH, temperature, magnetic, ultrasound, irradiation and electric stimuli has shown great promise, however, the delivery of growth factors via external triggers for tissue engineering remains limited to their intrinsic characteristics, including deactivation by exogenous stimuli due to poor protein stability, and poor encapsulation or release effects due to relatively large size. [ 11, 13 ] More importantly, few systems have addressed the cooperative biological signaling events of cells as a function of the changes in their dynamic microenvironment. The state of the art concept toward the delivery of dual or multiple growth factors is not only to make more efforts for developing sophisticated delivery platforms, but to explore a biologically inspired system that dynamically release multiple cues to regenerate complex tissues and more closely reproduce the evolving microenvironment that occurs in natural ECM.
Therefore, with development of tissue engineering technology, new scaffold manufacturing technique and smart growth factor delivery approaches are strongly desired to develop forward to comprehensive engineering design and biologically inspired responsive induction. Consequently to vascularized bone regeneration, current synergistic therapy also lacks a biologically active control mechanism for responsive multiple growth factor delivery to induce angiogenesis and osteogenesis in spatiotemporal coordination. [ 12 ] Hence, there is a strong requirement for a vascularized bone scaffold that can integrate biomimetic structure with functionality to intelligently regulate osteogenesis and angiogenesis. In this study, we implemented an integrated set of manufacturing processes for the fi rst time which combines biomimetic 3D structure design with post fabrication functionalization ( Figure 1 a,b) . Research activities included: (1) bioprinting a 3D fl uid perfused microstructure vascularized bone scaffold via computer-aided design (CAD) and (2) fabricating a biologically inspired smart release nanocoating on the surface of the bioprinted scaffold to coordinate spatiotemporal angiogenic and osteogenic growth factor delivery. This engineered vascularized bone constructs were cultured in dynamic fl uid surrounding which may provide an alternative to sacrifi ced animal experiment, to evaluate the availability of biologically inspired smart release system for improved vascularized bone regeneration.
Results

Biomimetic Engineered Complex Tissue Scaffold Bioprinting and Post Fabrication
Through the optimization of the engineering design, we have successfully obtained a 3D bioprinted vascularized bone construct with a unique integration of fully interconnected microvascular network within a microstructured bone matrix. Within this vascularized bone model, "square pore shaped" scaffolds were composed of stacked units with a 200 µm line distance and a 250 µm layer height to form a porous cylinder. In order to mimic the arrangement of blood vessels in native bone, a series of interconnected horizontal and vertical channels (500 µm) were designed as shown in Figure 2 a. The microvascular design of the constructs can possess similar fl ow characteristics to native blood vessels under pulsatile arterial fl ow as demonstrated in our recent study. [ 14 ] 3D models were printed using polylactic acid (PLA) on a FDM printer. Afterward, a novel and simply implemented surface modifi cation strategy was employed to provide a nanoscale surface feature and immobilize bioactive cues onto the biomimic 3D scaffolds. Gelatin (Gel) and polylysine (PLL) with sequential adsorption of dual growth factors (recombinant human bone morphogenetic protein, rhBMP-2 and recombinant human vascular endothelial growth factor, rhVEGF), were assembled layer by layer on the 3D scaffold via electrostatic interaction to form (Gel/PLL) 20 multilayer nanocoatings. The multilayer coating was then crosslinked by genipin (GnP) to form interpenetrating polymer networks (IPN) [(Gel/PLL) 20 ] GnP . Since human umbilical vein endothelial cells (HUVECs) express matrix metalloprotease 2 (MMP2) which is a type of gelatinase with the capacity to degrade gelatin to short peptide chains. [ 15 ] With the progression of vascular development and subsequent MMP2 accumulation, the crosslinked networks could be cleaved to release the growth factors. Therefore, a comprehensive design of engineered vascularized bone scaffold was presented for the fi rst time which integrated biomimetic 3D printed structures with organic selfmodulatory mechanisms. Compared with traditional growth factor release system, this design can not only inherit all superiorities from LbL adsorption, but also be endowed with a particular desirable ability of biologically inspired release.
Biologically Inspired Smart Release Coating Fabrication and Characterization
The interactions between cells and biomaterials are mainly dependent on the physicochemical characteristics of the biomaterials' surfaces. [ 16 ] It is expected that this nanocoating could improve surface properties and provide a special functional domain for the 3D bioprinted scaffold to promote cellsubstrate interaction. [ 17 ] Gel, a negatively charged biopolymer, consists of highly bioactive polypeptides that are derived from collagen. Numerous RGD (arginylglycylaspartic acid) integrins and other functional recognition sequences within gelatin are benefi cial for cell attachment, migration, proliferation, and differentiation. Positively charged PLL is widely used to promote cell adhesion via enhancing electrostatic interaction with negatively charged ions of the cell membrane. In this study, the 20 dual-layer assembly were designed to optimize the contribution of bioactive components and improve the loading of growth factors. The crosslinking process may also further stabilize the multilayer coating and avoid burst release of growth factors. After layer by layer assembly, the remaining amino groups from Gel and PLL contributed to the crosslinking reaction with GnP. GnP as a crosslinking agent in this reaction is an enzymatic product of geniposide isolated from the fruit of the gardenia plant and is reacted with free amino groups to form blue pigments. [ 18 ] Hence, a blue coating was observed on the surface of scaffold after the crosslinking reaction. Moreover, the coated scaffold exhibited a strong red fl uorescence due to the intrinsic red fl uorescence of GnP, illustrating that it could maintain this unique property for diagnostic imaging (Figure 2 b,c) . ATR-IR spectroscopy clearly confi rmed the successful preparation of a GnP crosslinked nanocoating and effective loading of growth factors on the surface of 3D bioprinted scaffold (Figure 2 d) . Plain PLA scaffolds exhibited a hydrophobic surface with an average contact angle of 75°. Through the surface modifi cation, there was a distinct increase in hydrophillicity (contact angle about 50°) for the nanocoating ( Figure S1 , Supporting Information). Morphology analysis revealed a nanoscale islet-like feature uniformly distributed over the surface and the adsorption of growth factors increased the surface roughness when compared with smooth and featureless PLA (Figure 2 e) . The crosslinking process made these features more homogeneous and compact, which further increased interface stiffness. The assembly of the bioactive components not only affected the hydrophilicity of the substrate, but also changed the surface morphology, which would in turn infl uence the cell behaviors on the scaffolds. After the post fabrication modifi cation, the 3D bioprinted scaffolds maintained excellent mechanical properties (Figure 2 f) . They possessed a native bone-like mechanical strength, with a compress modulus of about 0.4 GPa and a yield stress higher than 15 MPa. This could provide a desired support for bone regeneration. Therefore, surface modifi cation may be one of the most direct and effective strategies to improve the biocompatibility of scaffolds and modulate cellular events without causing a signifi cant change to the intrinsic Figure 1 . a) Schematic illustration of the fabrication process of nanocoating modifi ed 3D bioprinted scaffolds. According to the native bone structure, the biomimetic perfused scaffold combining bone support and vascular channels was designed and printed by FDM printer. Then surface modifi cation process was performed to obtain a bioactive vascularized bone construct. b) Schematic representation of sequential adsorption and biologically inspired release of growth factors in the nanocoating fi lm. The rhBMP-2 was adsorbed in fi rst 15 dual-layers and then rhVEGF was adsorbed in the top 5 dual-layers together with genipin crosslinking reaction. When MSCs and HUVECs were co-cultured in dynamic fl uid, the secretion of MMP2 by HUVECs could trigger the release of growth factors. After 4 weeks of culture, the vascularized bone structure would be formed in vitro.
mechanical and microstructure properties of designed synthetic grafts. We also found these bioprinted PLA scaffolds exhibited unobvious degradation behavior in PBS or esterase solution during 4 weeks of culture, thus it can provide a stable surrounding for our nanocoating release system further to promoting tissue regeneration ( Figure S2 , Supporting Information).
rhBMP-2 is an osteogenic growth factor used extensively in both ectopic and orthotopic sites for bone generation. rhVEGF is an angiogenic factor critical for both intramembranous and endochondral bone formation. Dual application of rhBMP-2 and rhVEGF has been regarded as one of the most effi cient system for effective vascularized bone formation. [ 5, 19, 20 ] However, traditional delivery techniques have exhibited an unfavorable therapeutic effect. A burst release and low sustained doses of growth factors have a limited effect for the long term bone regeneration, while an excess of rhBMP-2 may lead to undesirable incidences of hematoma, ectopic bone formation, and osteoclast induced osteolysis. [ 21 ] Additionally, excess amounts of rhVEGF can actually inhibit osteogenesis, associating with severe vascular leakage and hypotension. [ 22 ] Therefore, the amount and timing of rhBMP-2 and rhVEGF delivery is critical to enhance bone formation and localized vascularization simultaneously. [ 20, 23 ] The smart nanocoating used in our design can not only be utilized to immobilize bioactive components onto biomaterial surfaces, but also to control the growth factors quantity and sequential release. More importantly, our system could control the release of growth factors to regulate cell behaviors through organic self-modulatory mechanisms during vascularized bone formation. Wherein, the nanocoating was fabricated according to the protocol, with rhBMP-2 being adsorbed in the fi rst 15 dual-layers and then rhVEGF layers being adsorbed in the top 5 dual-layers. [ 24 ] We anticipated that rhVEGF would be initially released from the top layers to stimulate the formation of blood vessels, followed by rhBMP-2 release for initiating osteogenic differentiation. The crosslinking process could further stabilize the growth factors in the nanocoating and prevent their rapid clearance. Figure 3 a illustrates organic self-modulatory mechanism in our system, which is characteristic of sequential release from crosslinked multilayer fi lms with a representation of the proposed fi lm architecture by biologically inspired manner instead of the simple surface erosion. When using BSA as a model protein and MMP2 as a cleaved trigger to study the release profi le (Figure 3 b) , we found the protein could be sustained released from nanocoating at a minimal dose level over a prolonged time period of several weeks. The crosslinking process also greatly improved the loading stability of BSA in the nanocoating. Moreover, MMP2 could sensitively trigger the fracture of IPN to release protein.
The goal being the creation of an effective release mechanism performed successfully on the cBCG scaffold. Instead of uncontrollable diffusion process by surface erosion in traditional LbL system, the controlled nature of localized release from our 3D scaffold surfaces can eventually enables much lower doses of growth factors to be effective for tissue regeneration. 
Human Mesenchymal Stem Cells (hMSCs) and HUVECs Co-Culture on 3D Bioprinted Scaffold
Some studies have indicated a positive effect of implanting biomaterial constructs co-cultured with mesenchymal and vascular cells, where the development of vascularized tissues both in vitro and in vivo was enabled. [ 25 ] Therefore, co-culturing hMSCs with HUVECs in our study was conducted to generate the vascularized bone tissue. The cellular organization of co-culturing hMSCs and HUVECs on the scaffolds in a static culture condition was investigated after 5 days. Images of green labeled hMSCs and red labeled HUVECs showed that hMSCs homogeneously distributed on the surface of scaffolds. Meanwhile, HUVECs were inclined to aggregate and migrate to form line patterns on the scaffolds (Figure 3 c) . In addition, both hMSCs and HUVECs on the nanocoating modifi ed 3D bioprinted scaffolds exhibited excellent adhesion and proliferation, compared with an unmodifi ed PLA control ( Figures S3 and S4 , Supporting Information). F-actin staining showed that on the nanocoating, hMSCs spread well and maintained a spindle morphology, whereas HUVECs preferred to grow in lines and form highly aligned network structures (Figure 3 d) .
In Vitro Engineered Vascularized Bone Construction on Dynamic Culture Condition
In order to generate a functional vasculature prior to osteogenic induction, we developed a two-step culture protocol ( Figure 4 a) . hMSCs and HUVECs were co-cultured in endothelial growth media (EGM) for a week to induce the formation of vascular networks, and then incubated in osteoinductive media (OM)/EGM (1:1) for 3 weeks to induce bone formation. Moreover, to mimic the unique fl ow characteristics of the native vascularized bone microenvironment, a dynamic culture was conducted to investigate vascularized bone formation (Figure 4 b) . The biomimetic-engineered strategy was adopted in our customized fl ow fl uid device as an alternative method of animal studies. Such conditions, when combined with our highly perfused scaffold, are benefi cial to the formation of microvascular structures. [ 26 ] The immunofl uorescence images Figure S5 , Supporting Information). On one hand, the fl uid shear stress was performed on our perfused scaffold to accelerate microvascular formation through mimicking fl uid surrounding in vivo; on the other hand, sustainable release of VEGF further promoted partial MSCs endothelialization and angiogenesis.
To verify the self-modulatory release ability of our scaffolds in the presence of HUVECs, a monoculture of hMSCs was conducted as a control in vascularized bone differentiation study. After 4 weeks of culture, the maturation of bone and vascular tissue on the scaffolds was assessed using immunofl uorescence staining of the osteogenic differentiation marker osteopontin (OPN, red) and angiogenic specifi c marker von Willebrand factor (vWf, green), respectively ( Figure 5 a) . In previous studies, hMSCs have been reported to differentiate into endothelial cells in the presence of rhVEGF, and hMSCs possessed the potential to directly form vascularized bone. [ 27 ] The hMSC monoculture displayed some evidence of vascular formation, however, the HUVECs inducted from MSCs showed a limited positive effect on the growth factor release triggered by the MMP2. In contrast, a marked maturation on vascularized bone was observed in the co-culture system. This was a reasonable and expected result since a high density of endothelial cells in the co-culture system shortened vascularization time.
As discussed, sequential adsorption allowed for rhVEGF release fi rstly from the nanocoating for inducing vascular formation. Then rhBMP-2 was released to upregulate osteogenic differentiation. The nanocoating scaffold adsorbed with duel growth factors exhibited a higher expression for specifi c differentiation markers relative to other control groups. It is postulated that the crosslinked nanocoating modifi ed scaffold released growth factors through a MMP2 regulative mechanism instead of diffusion effect. MMP2 secreted by HUVECs would act as on-off switch for the growth factor release, as the activation of the release system depends on the MMP2 expression to cleave the IPN. The nanocoating modifi ed scaffolds with hMSCs and HUVECs co-culture not only possessed excellent bone forming potential, but also exhibited well-developed and aggregative microvascular networks. As a structure's innovative design of 3D bioprinted scaffolds, the microchannel networks present in our scaffolds are benefi cial to the integration of neovascular formations into native vasculature in the implantation site. This would enable the formation of a circular and stable network, which is a preceding step to creating mature blood vessels in engineered new bone.
hMSC osteogenic differentiation on various scaffolds was evaluated quantitatively by measuring alkaline phosphatase (ALP) activity (an early osteogenic differentiation marker), determining Figure 4 . a) Schematic illustration of experimental approaches. hMSCs and HUVECs were seeded in EGM and MSCGM at 1:1 ratio on scaffolds for fi rst day. Then the vascular differentiation was induced for 1 week in EGM. At last, the OM/EGM (1:1) was supplied to induce osteogenic differentiation for another 3 weeks. b) Schematic diagram of dynamic culture in a custom-designed fl ow bioreactor system. The system composes of four parts, which are perfused chamber, fl ow controller, nutrient controller, and gas controller. When culture medium fl owed through constructs, the cells seeded on the scaffolds would be subject to fl uid shear stress by mimicking fl uid surrounding in vivo. c) Immunofl uorescence staining of the vascularization marked with CD31 antibody for 2 and 4 weeks in a dynamic culture condition. The scale bars indicate 100 µm.
total collagen expression (which is main component for bone ECM), staining for bone mineralization, and quantifying calcium content. A rapid increase and high expression in the ALP activity in a short period was observed in all growth factor loading groups (Figure 5 b,c) . In our design, the number of hMSCs in co-culture group was one half of that in monoculture group. However, the two groups exhibited similar results on osteogenic differentiation. Compared to the hMSC monoculture, the ALP activity of hMSCs on the cBCG scaffold in the co-culture system which triggered-release the rhBMP-2 with sustained low dose modality by HUVECs exhibited more rapidly increase with prolonged expression. Due to the initial burst release, the ALP activity on the non-crosslinking nanocoating did not show any signifi cantly sustained improvement. Therefore, the rhBMP-2 could be well stabilized in the crosslinked networks and effi ciently controlled release achieved with a prolonged time in the co-culture system. The synthesis of total collagen was also evaluated to verify these characteristics and effects ( Figure 5 d,e) . Compared with the control groups, hMSCs on the BCG and cBCG scaffolds expressed signifi cantly higher collagen by rhBMP-2 release. In addition, the collagen content of hMSCs on the cBCG scaffold in the co-culture system was signifi cantly higher than that of noncrosslinking group or monoculture groups. For the longer differentiation period, this controlled release behavior was desired to produce benefi cial effect over the duration of the experiment, avoiding a rapid clearance of growth factor.
Mineralization is ultimately the most important indicator of hMSC osteogenic differentiation, thus the calcium deposition on all scaffolds was investigated after 4 weeks of culture ( Figure S6 , Supporting Information). Compared with bare PLA scaffold, all nanocoating modifi ed scaffolds showed a positive effect of mineralization. These results could be attributed to the charged surface which serves as a binding site for calcium ions or acidic phospholipids and as nucleation sites for mineralization. In addition, the crosslinked nanocoating (cBC and cBCG) presented an improved calcium deposition when compared with the non-crosslinked nanocoating, suggesting that the increased surface stiffness could be benefi cial to overall mineralization. This phenomenon was also observed in other papers, the matrix stiffness at the cell-implant interface resulted in the greatest enhancement of the osteogenic differentiation. [ 28 ] A larger area of continuous Alizarin red staining was observed in those groups adsorbed with rhBMP-2. In particular, the intensity of the staining and the size of the deposit were greatest on the cBCG scaffold in the co-culture system. Similar to the staining results, calcium content analysis further confi rmed those phenomena ( Figure 5 f,g ). The differentiation results demonstrated that the cBCG scaffold could provide a biomimetic bone-like structure and regulate the release of growth factors for extended time periods to promote vascularized bone formation. We also studied the osteogenic differentiation of hMSC on the scaffolds in static culture conditions ( Figure S7 , Supporting Information). Compared with BCG scaffolds, our cBCG scaffolds provided stable performance in the dynamic fl uid environment similar to in the static culture. Therefore all results indicated that, via the crosslinking process, the cBCG scaffold would theoretically have excellent properties on for effi cient and enhanced, yet regulated vascularized bone formation in vivo.
Discussions
For engineered tissue regeneration, the hierarchical and complicated tissue structure is diffi cult to precisely fabricate through traditional manufacturing technique of scaffolds. Although 3D bioprinting as an advanced manufacturing technology can precisely fabricate the internal macro-architecture and complicated microstructures of scaffolds, current bioprinting techniques are still diffi cult to obtain nanoscale feature and directly cooperating with bioactive signals with controllable manner. Except for advanced structural design, determining the roles that growth factors play in tissue repair and regeneration is as important as designing, developing and applying suitable formulations that release them with spatiotemporal control. As previously reported, LbL assembly provided a simple and effective strategy to modify and functionalize scaffolds. Additionally, the sequential adsorption of multiple growth factors could exhibit release successively to promote tissue regeneration with time dependent kinetics. However, highly inter-diffusion of polyelectrolyte layers resulted in undesirable leakage of growth factors without sequential release, and driving force of surface erosion made growth factors passively release with negative effects. In view of addressing all this drawbacks, we proposed a state of the art stimuli release manner, "biologically inspired release profi le", which depended on the coordinated interactions with cells or a local cellular microenvironment for triggering changes of delivery systems and thereby leading to controlled release of growth factors.
In this study, we demonstrated that integrating a biologically inspired smart release nanocoating strategy with biomimetic 3D bioprinted fl uid perfused microstructure could create a highly innovative vascularized bone construct with nano to micro features and self-modulatory angiogenic and osteogenic growth factor delivery. In virtue of the precise microstructure of scaffold by 3D bioprinting, this bioactive nanocoating might perform a targeted immobilization of growth factor via proposed assembly protocol. Moreover, biologically inspired release system addressed the cooperative biological signaling events of cells as a function of the changes in their dynamic microenvironment. In this biologically inspired design, angiogenesis and osteogenesis were successively induced through a MMP2 regulative mechanism by delivering dual growth factors with sequential release in spatiotemporal coordination. Therein, crosslinking process greatly improved the loading stability of growth factors in the nanocoating without inter-diffusion. Availability of this system was evaluated in dynamic culture condition, which was similar to fl uid surrounding in vivo, as an alternative animal model study. When culture medium fl owed through constructs, the cell seeded on the scaffolds would be subject to fl uid shear stress by mimicking fl uid surrounding in vivo. Our results demonstrated good bioactivity and vascularized bone forming potential of nanocoating modifi ed 3D bioprinted scaffolds. The ability of such a strategy to intelligently regulate rhBMP-2/rhVEGF release has great potential for improving vascularized bone regeneration and avoiding undesired harmful side effects in clinical applications.
Conclusion
Although various 3D fabricated scaffolds, surface modifi cation methods and growth factor delivery strategies have been investigated in biomedical application, integrating engineered perfused design of scaffolds and biologically inspired release system is yet to be explored in the manner of biomimetic hierarchical architecture and dynamic biological signaling events. This study makes use of a modular approach to generate bioactive nanocoating on perfused 3D bioprinted scaffold that release growth factors through MMP regulative mechanism, and demonstrates their stimuli-responsive profi les toward improving vascularized bone regeneration. These results present a highly innovative release mechanism for growth factor delivery by biologically inspired process, which may not only benefi t vascularized bone regeneration, but also extend to improving any complex vascularized tissue or organ regenerations.
Experimental Section
Biomimetic Scaffold Design and 3D Bioprinting : The biomimetic scaffold was designed and printed based on previously reported method. Within this vascularized bone model, the "square pore shaped" scaffolds were composed of stacked units with a 200 µm line distance and a 250 µm layer height to form a porous cylinder. In order to mimic the arrangement of blood vessels in native bone, a series of interconnected horizontal and vertical channels were designed as shown in Figure 1 . The diameter of vascular channels was nearly 2.5 times greater than the pore size in the bone regions of the scaffold. The vascular tubes were long interconnected www.MaterialsViews.com www.advancedscience.com
Adv. Sci. 2016, 3, 1600058 channels, while the pores of bone region were closely arrayed layer by layer to form regular networks. 3D models were printed into scaffolds layer by layer from PLA on an FDM printer. Additionally, representative CAD models of the scaffolds were used to analyze for surface area, volume, and pore density. The theoretical parameters of scaffold structure were calculated, including the wall thickness (≈200 µm), pore size (≈200 µm), porosity (≈50%), channel size (≈500 µm), and surface area/volume ratio (≈30). The 200 µm is regarded as an ideal pore size for the bone scaffolds and the larger channel may provide a biomimetic fl uid environment and vascular invasion spaces in vivo.
Crosslinked LbL Assembly Film Construction : For the construction of bioactive nanocoating modifi ed 3D scaffold, the biocomponents were fabricated onto 3D bioprinted scaffold surfaces via electrostatic assembly. Briefl y, aminolyzed PLA scaffolds were obtained by immersion in PEI solution (5.0 mg mL −1 ) for 12 h. Then, polyanion (gelatin, Gel) solution and polycation (polylysine, PLL) solution (2.0 mg mL −1 ) were alternatively assembled onto the scaffolds via 30 min immersions each, followed by three rinses with PBS buffer, until the desired (Gel/PLL) 20 architectures were obtained. During the assembly process, rhBMP-2 and rhVEGF (0.5 mg mL −1 ) were adsorbed into the coatings. The rhBMP-2 was adsorbed in the fi rst 15 dual-layers and then the rhVEGF was adsorbed in the top 5 dual-layers. For the preparation of the IPN, GnP in PBS (0.50%, w/v) was used to crosslink the amino groups of polyelectrolytes. The LbL-coated scaffold was immersed into GnP solution for 48 h at room temperature, and fi nally rinsed with PBS. ATR-FTIR spectroscopy measurements were performed with a Perkin Elmer Spectrum BX system, to detect nanocoating structural changes. The degradation behavior of all scaffolds was studied in PBS and esterase solution for 4 weeks.
3D Scaffold Mechanical and Morphological Characterization : The mechanical properties of all scaffolds were tested using MTS criterion universal testing system equipped with a 50 k N load cell (MTS Corporation, US), according to international organization for standardization (ISO) and American society for testing and materials (ASTM). The scaffolds were compressed at a strain rate of 2 mm min −1 to a maximum strain of 20%. The slope of the linear elastic region of stress-strain curve was calculated to obtain the compressive modulus. The compressive strength was obtained corresponding to the stress value at the yield point. The morphology and surface topography of scaffolds were studied using a Zeiss SigmaVP scanning electron microscope (SEM). All scaffolds were coated with a roughly 10 nm thick gold layer and imaged using 5 kV electron beam.
MMP Triggered Controllable Release : Release studies of nanocoating modifi ed 3D scaffolds were performed using bovine serum albumin (BSA) as protein model by incubation in PBS (pH 7.4) at 37 °C. Relative quantifi cation of protein released from the nanocoating was determined using micro BCA protein assay kit (Thermo scientifi c). The BSA (1.0 mg mL −1 ) was absorbed into the LbL coating in the assembly process, and matrix metalloproteinase 2 (MMP-2, 50 ng µL −1 ) was used to cleave the crosslinked nanocoating in the release study. The release media was withdrawn at fi xed time intervals and replaced with fresh buffer. The sample solutions were monitored using UV-vis spectrophotometry at 562 nm to determine BSA concentration. The calibration curve was plotted using standard protein solutions with known concentrations of proteins.
hMSCs and HUVECs Co-Culture : hMSCs (Texas A&M Health Science Center, Institute for Regenerative) were cultured in mesenchymal stem cell growth media (MSCGM) consisting of alpha minimum essential media, 20% fetal bovine serum (FBS), 1% L -glutamine, 1% penicillin/streptomycin. HUVECs (Life Technologies) were cultured in EGM consisting of Medium 200 and low serum growth supplement (LSGS). For osteogenic differentiation studies, hMSCs were cultured in OM (MSCGM supplemented with 10 × 10 −9 M dexamethasone, 50 µg mL −1 L -ascorbate acid and 10 × 10 −3 M β-glycerophosphate (Sigma)). All experiments were performed with hMSCs and HUVECs of six cell passages or less. According to the previous study, a 1:1 ratio was optimally chosen in co-culture studies as it provided robust and stable vascular networks while enabling bone formation. hMSCs and HUVECs (2 × 10 5 cells mL −1 ) were incubated with CMFDA and CMTMR (10 × 10 −6 M Molecular Probes, CellTracker Dye, life technologies) for 30 min at 37 °C, respectively. The cells were mixed in a 1:1 ratio and then cultured on the scaffolds in a static condition for 5 d. The cell location or arrangement on the 3D bioprinted scaffolds in co-culture system was imaged with a Zeiss 710 laser scanning confocal microscope.
Cell Adhesion and Proliferation : To study the effect of nanocoatings on hMSC and HUVEC attachment, the cells (2 × 10 5 cell mL −1 ) were seeded on various scaffolds for 4 h. The samples were assessed by the 3-(4, 5-dimethylthiazol-2-yl)-2, 5-diphenyltetrazolium bromide (MTT) assay. Briefl y, MTT solution (0.5 mg mL −1 ) was added in the plate and then incubated for 4 h. After the media was removed, isopropanol/HCl solution (1 M ) was added to dissolve the formazan crystals. The optical density (OD) was measured at 490 nm by photometric plate reader (Thermo Scientifi c). The cell proliferation was conducted 1, 3, and 5 d. Samples were seeded with 1 × 10 5 cell mL −1 and counted at each time point using the same MTT assay described above. To investigate the effect of surface features on the hMSC and HUVEC phenotype and spreading, the organization of actin fi laments of adherent cells cultured on our constructs was evaluated after 3 d culture in the static condition. The cells' cytoskeleton was identifi ed with double staining of actin staining (red) using Texas Red-phalloidin and nuclei staining (blue) using 4,6-diamidino-2-phenylindole dihydrochloride (DAPI) (Invitrogen). Cells were fi xed in 10% formalin for 15 min, permeabilized in 0.1% Triton X-100, and blocked with 1% BSA. Cells were then incubated with phalloidin for 20 min and DAPI for 3 min. Samples were observed and imaged using a Zeiss 710 confocal microscope.
In Vitro Vascularized Bone Grafts on Dynamic Culture Condition : To induce vascularized bone formation, hMSCs and HUVECs (5 × 10 5 cell mL −1 ) was seeded onto scaffolds, and divided into three culture condition groups including static co-culture, dynamic co-culture, and dynamic hMSCs monoculture. A fl ow bioreactor system was utilized for incubating cells on 3D bioprinted scaffolds to study vascularized bone formation in a dynamic culture. The system consisted of a digital peristaltic pump (Masterfl ex, Cole-Parmer), a fl uid reservoir with culture medium, and a port for gas exchange with 5% CO 2 /95% air. Effi cient transfer of nutrients and oxygen is facilitated by the convective forces provided by unidirectional creep fl ow through the scaffolds. The optimal culture condition is to utilize EGM for 1 w and then a mixed media composed by EGM and OM at 1:1 ratio for 3 weeks. At predesigned time points, cells were digested in lysed buffer via freezing at −80 °C and thawing at 37 °C. The lysate was collected to test ALP activity and collagen secretion. The ALP activity was determined for 7 and 14 d using ALP assay kit (Bioassay Systems) after the initiation of MSC osteogenic differentiation. ALP substrate was added to the digested suspension in the dark for 30 min, and then the absorbance was read at 405 nm. Measurements were compared to p -nitrophenol standards and normalized to total cell protein. The total collagen content was measured via Sirius red method. The suspension was dried, and then incubated in Sirius red solution (0.1% Sirius red in picric acid) for 1 h. After washed in 5% acetic acid, the precipitate was dissolved in 0.1 M NaOH for 30 min. The OD was measured at 550 nm and the measurements were compared to collagen standards. After cultured in OM for 3 w, alizarin red S (ARS) staining was used to assay calcium deposition or mineralization nodules on the scaffolds. The cells were fi xed with 10% formalin for 10 min, then incubated with ARS stain solution (2% ARS, pH 4.2) for 30 min. After washed in distilled water three times, the ARS stained scaffolds were imaged. In addition, a calcium detection kit (Pointe Scientifi c) was used to quantify the calcium deposition. The calcium deposition was dissolved in 0.6 M HCl, and reacted with dye reagent. Samples were read at 570 nm wavelength, and the contents were calculated with CaCl 2 standards. For immunofl uorescence staining, the cells were fi xed with 10% formalin for 15 min, permeabilized in 0.1% Triton X-100 for 10 min and blocked in 10% BSA for 30 min. Then cells were incubated with primary antibodies at 4 °C overnight. The following primary antibodies were used for staining: goat polyclonal anti-vWF antibodies (Santa Cruz Biotechnology) and mouse monoclonal anti-OPN antibodies (Santa Cruz Biotechnology). After incubation with primary antibodies, donkey anti-goat IgG-FITC (Santa Cruz Biotechnology) and chicken anti-mouse IgG-TR (Santa Cruz Biotechnology) as secondary antibodies were added and incubated 1 h, respectively. Fluorescence images were observed using a confocal microscope. For immunostaining of vascular network, scaffolds were fi xed in 10% formalin for 10 min, and permeabilized with Triton X-100 (0.1%) in PBS for 10 min. After blocked with BSA for 1 h, the samples were incubated with primary antibodies (Anti-CD31 antibody, abcam) overnight. The scaffolds were stained with chicken anti-mouse IgG-TR secondary antibodies (Santa Cruz Biotechnology) overnight. Finally, the hydrogels were stained with DAPI, and imaged using a confocal microscope.
Statistical Analysis : The data are presented as the mean ± standard deviation (SD). A one-way analysis of variance (ANOVA) with Student's t -test was used to verify statistically signifi cant differences among groups, with p < 0.05 being statistically signifi cant ( * p < 0.05; ** p < 0.01; *** p < 0.001).
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